CUSTOMER NAME

PRODUCT

DATE OF ANALYSYS

DATE OF DELIVERY

DISPATH NO.

CAR REGISTER NO.

PRODUCT NET WEIGHT

..

. DATE : 8 February 2022
CERTIFICATE OF ANALYSIS

waiududnia Using

HYDRATED LIME GRADE A

: 3lJan 22

08 feb 22

S41

84-3148

4.000 TONS

—

PROPERTIES ANALYSIS METHOD | UNIT |SPECIFICATIONS|TEST RESULTS
1. Appearance Visual Test - - Grayish-white
2. Available Ca(OH):2 ASTM C25 %o 90.00 Min. 94.6%5
3. Moisture Content ASTM C25 %o 1.00 Max. 045
4. Particle Size No. 170 mesh ASTM C110 % 5.00 Max. 319
5. Particle Size No. 325 mesh ASTM C110 Yo 10.00 Max. 6.61
6. Temperature Thermometer & 30.0 Max. 26.2
Remark: Lot N0.08022022 EXP.08022024 or Depend on Storage.
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